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Fig. S1. AFM tapping mode phase and topographic images of SWNT nanoarcs. Phase 

image of a 2 × 2 MHA ring array, illustrating that short SWNTs bend to form sub-µm 

sized arcs without closing the rings. The inset shows an enlarged topographic image of 

one of these rings. All images were taken at a scan rate of 0.5 Hz. The height scale is 20 

nm and the phase lag is 25o.  
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