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Fig. S3. AFM tapping mode topographic images illustrating the dot size influence for 

trapping SWNTs. (a) Array of 3 × 3 dots with sizes of 1 µm, 875 nm, 650 nm, 500 nm, 

375 nm, 250 nm, 200 nm, 140 nm and 90 nm. (b-j), Zoom-in views of each individual dot. 

The height scale is 20 nm. All images were taken at a scan rate of 0.5 Hz.  
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