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Figure SF2.  DSC traces of (4-3,4-3,5)nG2-CH2-Boc-L-Tyr-L-Ala.   Transition temperatures (ºC) and enthalpy

changes (kcal/mol, in parantheses) are marked on DSC;  hexagonal columnar ( h), hexagonal columnar with

intracolumnar  order ( h
io), hexagonal columnar crystal ( h,k), hexagonal columnar crystal with intracolumnar

order ( h,k
io); hexagonal columnar glass ( h,g); hexagonal columnar glass with intracolumnar order ( h,g

io);

rectangular columnar ( r), rectangular columnar with intracolumnar order ( r-c
io), glass (g); isotropic (i).


