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Figure S2. Sequential optical microscopy images showing the wave peaks (valleys) don’t
move along the surface to accommodate the applied strain. Note that the ring-shaped Si 
fragment (generated by lithographic defect) served as a marker, was used to track the 
lateral movement of Si. The scale bars are 20µm.


