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Supporting Figure 1Supporting Figure 1

Passivation of aluminum surfaces from protein adsorption by PVPA

 

deposition, assayed by ellipsometry. Aluminum 
(Al) or fused silica (SiO2

 

) surfaces were untreated or treated with PVPA as described in Materials & Methods. 
Passivation was assayed by adsorption of (A) neutravidin, or (B)

 

40 nm Neutravidin-coated latex beads, followed by 
washing and subsequent measurement of the ellipsometric

 

thickness.
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