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Figure 2: (Supporting Material) Simulation results for pulling spider silk fragment 3 horizontally over a surface. (A) Snap-
shot at a hydrophilic diamond surface. (B) Lateral force FL for the hydrophobic (black line, pulling rate v0 = 10 m/s) and
the hydrophilic (red line, v0 = 0.5 m/s) diamond surface. On the hydrophilic surface stick-slip motion is observed. The
arrow denotes the time at which the snapshot has been obtained.
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