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Fig. 1.  Typical tensile stress-strain curves of pure PGS and PGS composites of 5, 10 or 15 wt. % 

Bioglass . Note the mechanical strength and strain at rupture increased simultaneously with the 

addition of Bioglass
®
 filler [32-33]. 

  




