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Figure S1. Gray scale value of chip images after removing sacrificial material by air. Different parts 

of the chip are calculated respectively: (a) inlet of the channel, (b) front part of the channel, (c) rear 

part of the channel and (d) outlet of the channel. For each part of the chip, original picture, areas for 

gray scale value and statistics of gray scale value are presented. The scale bar is 1 mm. 

 

Figure S2. Transmittance of the chip after removing sacrificial material by air. Transmittance of 

different parts of the chip are calculated respectively: (a) inlet of the channel, (b) front part of the 

channel, (c) rear part of the channel and (d) outlet of the channel. Average transmittance of the chip 

is also presented. 
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Figure S3. Gray scale value of chip images after removing sacrificial material by ethanol. Different 

parts of the chip are calculated respectively: (a) inlet of the channel, (b) front part of the channel, (c) 

rear part of the channel and (d) outlet of the channel. For each part of the chip, original picture, areas 

for gray scale value calculation and statistics of gray scale value are presented. The scale bar is 1 mm. 

 

Figure S4. Transmittance of the chip after removing sacrificial material by ethanol. Transmittance of 

different parts of the chip are calculated respectively: (a) inlet of the channel, (b) front part of the 

channel, (c) rear part of the channel and (d) outlet of the channel. Average transmittance of the chip 

is also presented. 
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Figure S5. Transmittance of the chip after removing sacrificial material by vegetable oil. 

Transmittance of different parts of the chip are calculated respectively: (a) inlet of the channel, (b) 

front part of the channel, (c) rear part of the channel and (d) outlet of the channel. Average 

transmittance of the chip is also presented. 

 

Figure S6. Gray scale value of chip images after removing sacrificial material by vegetable oil. 

Different parts  of the chip are calculated respectively: (a) inlet of the channel, (b) front part of the 

channel, (c) rear part of the channel and (d) outlet of the channel. For each part of the chip, original 

picture, areas for gray scale value calculation and statistics of gray scale value are presented. The scale 

bar is 1 mm. 
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Figure S7. Removing sacrificial materials by ethanol and oil in 3D -printed microfluidic chip with gray 

build materials (VisiJet®  Techplast). (a) 3D-printed microfluidic chip with gray build materials 

(VisiJet®  Techplast). (b) Gray scale pictures of the chip in (a) after removing sacrificial materials  by 

oil. (c) Gray scale pictures of the chip in (a) after removing sacrificial materials by ethanol. ( d) 

Transmittance of the chip in (a) after removing sacrificial material by oil. ( e) Transmittance of the chip 

in (a) after removing sacrificial material b y ethanol. The scale bar is 1 mm. 

 

Figure S8. Gray scale value of chip (VisiJet®  Techplast material, gray) images after removing 

sacrificial material by oil. Different parts of the chip are calculated respectively: ( a) inlet of the channel, 

(b) front part  of the channel, (c) rear part of the channel and (d) outlet of the channel. For each part of 

the chip, original picture, areas for gray scale value and statistics of gray scale value are presented. 

The scale bar is 1 mm. 
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Figure S9. Gray scale value of chip (VisiJet®  Techplast material, gray) images after removing 

sacrificial material by ethanol. Different parts of the chip are calculated respectively: ( a) inlet of the 

channel, (b) front part of the channel, (c) rear part of the channel and (d) outlet of the channel. For 

each part of the chip, original picture, areas for gray scale value and statistics of gray scale value are 

presented. The scale bar is 1 mm. 

 

 

Figure S10. Gray scale value of chip images after removing sacrificial material at 60 oC. Different parts 

of the chip are calculated respectively: (a) inlet of the channel, (b) front part of the channel, (c) rear 

part of the channel and (d) outlet of the channel. For each part of the chip, original picture, areas for 

gray scale value calculation and statistics of gray scale value are presented. The scale bar is 1 mm. 
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Figure S11. Transmittance of the chip after removing sacrificial material at 60 oC. Transmittance of 

different parts of the chip are calculated respectively: (a) inlet of the channel, (b) front part of the 

channel, (c) rear part of the channel and (d) outlet of the channel. Average transmittance of the chip 

is also presented. 

 

Figure S12. Gray scale value of chip images after removing sacrificial material at 80 oC. Different parts 

of the chip are calculated respectively: (a) inlet of the channel, (b) front part of the channel, (c) rear 

part of the channel and (d) outlet of the channel. For each part of the chip, original picture, areas for 

gray scale value calculation and statistics of gray scale value are presented. The scale bar is 1 mm. 


