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Figure S1: A) Stress-strain curve of PP:rLLDPE (50:50), 25% agave and the composite prepared
with 2% synthesized compatibilizer (Syn Comp) and 2% industrial compatibilizer (Ind Comp) and
B) zoom on stress-strain curve.
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