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S1 Fig. Light microscopic image of biofilm inhibition in AgNPs coated and uncoated urinary 

catheter. [a, c, e] shows the biofilm formed on the surface of urinary catheter by Escherichia 

coli AMB4, Pseudomonas aeruginosa AMB5, Staphylococcus aureus AMB6 acts as control 

and [b, d, f] shows the biofilm inhibition activity of AgNPs coated catheter against Escherichia 

coli AMB4, Pseudomonas aeruginosa AMB5, Staphylococcus aureus AMB6. 

 

 

 


