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Supplementary Figure 1. 3D UV spectral analysis of resorcinol at day 365.   200-400 nm 

range. (a) Aluminum tubes, (b) Plastic containers, (c) Ambar plastic containers.    

BMJ Publishing Group Limited (BMJ) disclaims all liability and responsibility arising from any reliance
Supplemental material placed on this supplemental material which has been supplied by the author(s) Eur J Hosp Pharm

 doi: 10.1136/ejhpharm-2020-002534–318.:313 29 2022;Eur J Hosp Pharm, et al. Cordero-Ramos J


